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Applicant MEKBAO PLASTIC ELECTRONIC INDUSTRIAL CO.,LTD
Address  JIAOXIINDUSTRY AREAS LIANXIA CHENGHAI SHANTOU CITY,GD CHINA

The following sample(s) and sample information was/were submitted and identified by/on the behalf of

the client

Sample Name Remote control car series

Item No. 7777-01. 7777-02. 7777-03. 7777-04. 7777-05+ 7777-06. 7777-07~ 7777-08
7777-09+ 7777-10. 7777-11. 7777-12. 7777-13. 7777-14. 7777-15. 7777-16+
7777-17+ 7777-18. 7777-19 7777-20~ 7777-21. 7777-22 7777-23. 7777-24.
7777-25. 7777-26+ 7777-27. 7777-28 7777-31. 7777-32. 7777-33. 7777-34.
7777-35.7777-36.7777-37.7777-38.7777-39.7777-40. 7777F-21.7777F-39.
7777F-22. 7777F-23. 7777F-40. 7777F-01. 7777F-37. 7777F-38. 7777F-24.
7777F-25. T777F-26. 7777F-27. 7777F-28. 7777F-31. 7777F-32. 7777F-33.
7777F-34. 7777F-35. 7777F-36. 5588-81B. 5588-82B. 5588-83B. 5588-84B.
5588-85B.5588-86B. 5588-87B. 5588-88B. 5588-89B. 5588-90B. 5588-91B.
5588-92B

Remark B160312005

Client Specified Age Grading 3+

Sample Received Date Mar. 16, 2016

Sample Resubmitted Date Mar. 24, 2016/Mar. 25, 2016

Testing Period Mar. 16, 2016 to Mar. 29, 2016

Test Conducted:

As requested by the applicant, for details refer to next page(s)

¢ / R LL
Tested by uéj 'L‘ Reviewed by 7g){

(Lot 01/4"7/ Date May. 12, 2016

Victor Wang

Lab Manager
No. T224026919
atignal Group Co.,Ltd. Hongwei Industrial Zone, Bao’an 70 District, Shenzhen, Guangdong, China
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Executive Summary:

TEST REQUEST CONCLUSION
Annex XVII of European regulation (EC) No. 1907/2006 (REACH) with

Amendment(s)

- Cadmium and its compounds PASS
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Test Report

Annex XVII of European regulation (EC) No. 1907/2006 (REACH) with Amendment(s)

V¥ Cadmium and its compounds

As specified in entry 23, annex XVII of European regulation (EC) No. 1907/2006 (REACH) with
amendments No0.552/2009&N0.494/2011&N0.835/2012&N0.2016/217, method(s) EN 1122:2001(E) method

B was/were used, and the item(s) was/were analyzed by ICP-OES.
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Result (mg/kg)
MDL Limit
Tested Item(s) 003+004+
001 002 036 (mg/kg) (mg/kg)
005
Cadmium (Cd) N.D. N.D. N.D. N.D. 5 1000
Result (mg/kg)
MDL Limit
Tested Item(s) 006+007 | 009+010 | 012+013 016+017
015+018 (mg/kg) (mg/kg)
+008 +011 +014 +019
Cadmium (Cd) N.D. N.D. N.D. N.D. N.D. 5 100
Result (mg/kg)
MDL Limit
Tested Item(s) 020+021 023+025
024 027 028+029 (mg/kg) (mg/kg)
+022 +026
Cadmium (Cd) N.D. N.D. N.D. N.D. N.D. 5 100
Result (mg/kg)
MDL Limit
Tested Item(s) 030+031 | 033+034 | 038+039 | 042+043
045 (mg/kg) (mg/kg)
+032 +035 +040 +044
Cadmium (Cd) N.D. N.D. N.D. N.D. N.D. 5 100
Remark:

- MDL = Method Detection Limit

- N.D. = Not Detected (<MDL)

- mg/kg = ppm = parts per million

- The limit for composite test should be divided by the mixed number.
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Tested Sample/Part Description

001
002
003
004
005
006
007
008
009
010
011
012
013
014
015
016
017
018
019
020
021
022
023
024
025
026
027
028
029
030
031
032
033
034
035

Transparent lacquer with multi-color coating(red car)
Transparent lacquer with multi-color coating(blue car)
Transparent lacquer with black coating(windows of cars)
Silver coating(front light&rear light of cars)

Off white coating(remote control)

Red plastic(body of red car&remote control)

Blue plastic(body of blue car) 5
Transparent orange plastic(roof light of cars)

Grey plastic(chassis of cars)

Black plastic(bumper&roof light holder of cars, front&rear frame inner cars)

Beige white plastic(diverter on chassis of cars, hub holder inner of cars)

Black plastic(switch on chassis of cars)

White plastic(wheels of cars)

Light red plastic(washer on wheels of cars)

Black soft plastic(tyre of cars)

Grey plastic(remote control)

Dark grey plastic(knob&switch&battery box cover of remote control, axle or front wheel)
Red soft plastic(antenna of remote control)

Black plastic(antenna end of remote control)

Black plastic(engine box)

Beige white plastic(gear inner engine box)

Green plastic(cover of engine)

Translucent plastic(on cover of engine)

Transparent yellow lubricating oil

White plastic(inner engine)

Light brown plastic(inner engine)

Brown paper with liquid(inner capacitance)

Black plastic film with golden printing(capacitance wrapper)

Black soft plastic(stopper inner capacitance)

Grey white plastic(coil holder on back of PCB inner cars)

Green plastic(speaker inner remote control)

Transparent plastic film(speaker inner remote control)

Light brown PCB(small PCB of switch inner cars)

Brown PCB(PCB inner cars)

Dark brown PCB(PCB inner remote control)
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036  Green coating with white coating(PCB inner cars&remote control)

038  Black PVC(cable jacket inner cars)

039  Black PVC with grey printing(cable jacket inner remote control)

040  White PVC with grey printing(cable jacket inner cars&remote control)
042  Yellow PVC with grey printing(cable jacket inner cars&remote control)
043 Red PVC with grey printing(cable jacket inner cars&remote control)
044  Green PVC(cable jacket inner cars)

045  White paper with adhesive

Note:
- This testing report displaces the original report of No. SCL011018322, and the original one No.
SCL011018322 was invalid since the date of this testing report released.
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Photo(s) of the sample(s)
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**%* End of Report ***

The test report is effective only with both signature and specialized stamp. The result(s) shown in this report
refer only to the sample(s) tested. Without written approval of CTI, this report can’t be reproduced except in full.
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